
  

Packing Mixing 
Charging Heating 

Packing is 5 gallon pails or 55gallon drums No chemical conversion 
400~2,000kg/batch of Urethane acrylate oligomer, Other acrylate oligomers  and monomers,photoinitiators and additives are mixed together at 40~50◦C. 


